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(57) ABSTRACT

An expandable tube portion including slots arranged in a
staggered fashion is expanded. When the expandable tube
portion is expanded, the individual slots open to a cut end
portion of the expandable tube portion are transformed to
open in V-shape while the whole body of the expandable tube
portion is transformed to a lattice configuration. Hence, the
tube expansion only need to apply a working force required to
bend intersections of the lattice configuration, resulting in the
reduction of the working force for tube expansion. As a result,
the working force for tube expansion does not open a butt
connection portion of a subject matter, negating the need for
previously weld bonding the butt connection portion of the
subject matter.

5 Claims, 8 Drawing Sheets
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1
MANUFACTURE METHOD OF TUBULAR
MEMBER AND TUBULAR MEMBER
MANUFACTURED BY THE SAME

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a manufacture method of
tubular member and the tubular member manufactured by this
method. Particularly, the invention relates to a manufacture
method of tubular member having a tube expansion portion
and the tubular member manufactured by the method.

2. Description of Related Art

A tubular member having a tube expansion portion at one
end thereof (see, for example, Japanese Patent Application
Publication No. 11-179453 (JP 11-179453 A)) can be manu-
factured by a method which includes, for example, a sheet
rolling step to roll a flat sheet subject matter into a tubular
configuration and a tube expanding step to expand the one end
of'the tubular subject matter. In this case, the sheet rolling step
can obtain a tubular subject matter free from clearance at a
butt connection by U-O bending the flat sheet subject matter
using a U-bending die followed by an O-bending die. The
tube expanding step may encounter a problem that the one
end of the tubular subject matter is circumferentially drawn
during the shape forming and the tubular subject matter is
opened at the butt connection. It is therefore a conventional
practice, for example, to weld bond the butt connection of the
tubular subject matter formed by the sheet rolling step
although it is unnecessary for the butt connection to be weld
bonded to ensure a function of this part. This results in the
increased number of steps which leads to reduced productiv-
ity as well as to increased manufacture costs.

SUMMARY OF THE INVENTION

In view of the above, the invention has an object to provide
a manufacture method of tubular member that is adapted to
reduce the working force for tube expansion to thereby elimi-
nate the step of weld boding the butt connection portion, as
well as the tubular member manufactured by the method.

According to one aspect of the invention, a method of
manufacturing a tubular member having a tube expansion
portion by working a sheet-like subject matter, includes: a
press-cutting step of forming slots or slits at an expandable
tube portion of a sheet-like subject matter; a sheet rolling step
of rolling the subject matter press-cut by the press-cutting
step into a tubular subject matter tightly connected at a butt
connection portion thereof;, and a tube expanding step of
expanding the expandable tube portion of the tubular subject
matter formed by the sheet rolling step.

According to the above-described manufacture method of
tubular member, the tube expanding step is adapted to expand
the expandable tube portion of the tubular subject matter
while transforming the slots or slits formed by the press-
cutting step. That is, the expanding step only need to apply a
working force required for transforming the slots or slits.
Therefore, the working force for tube expansion can be
reduced in comparison with a case where the expandable tube
portion is not formed with the slots or slits. As a result, the
problem that the working force for tube expansion opens the
butt connection portion of the tubular subject matter is elimi-
nated. This negates the need for previously weld bonding the
butt connection portion of the tubular subject matter. In a case
where a component does not require the butt connection
portion to be weld bonded to ensure the function thereof, the
step of bonding the butt connection portion can be omitted.
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Hence, the manufacture method can achieve the increase in
productivity of the tubular member and the reduction of
manufacture costs. In a case where the tubular subject matter
has a cylindrical shape, the sheet rolling step can form a
cylindrical subject matter free from clearance at the butt con-
nection portion by U-O bending a flat sheet (rectangular
subject matter) using, for example, U-bending die and
O-bending die as existing equipment. Further, the tube
expanding step can expand one end of the cylindrical subject
matter by using an existing tube expanding die. That is, the
implementation of such a manufacture method does not
require retrofitting of the existing equipment (press machine
and the like) or introduction of new equipment. The manu-
facture method is easy to implement and does not involve
increase in facility cost. In this aspect, the above-described
slot may include not only elongated holes but also circular
holes. Similarly to a perforated metal sheet, the subject matter
may include a plurality of holes arranged in the expandable
tube portion.

In the manufacture method of tubular member, the tube
expanding step may transform the slots or slits in a manner to
open the slots or slits in a circumferential direction of the
tubular subject matter. According to such a manufacture
method of tubular member, the working force for tube expan-
sion can be notably reduced as compared with the case where
the expandable tube portion is not formed with the slots or
slits because the working force (tensile force) for tube expan-
sion is circumferentially applied to the expandable tube por-
tion by the tube expanding step so as to transform the slots or
slits in a manner to open the slots or slits in a circumferential
direction of the tubular subject matter. In this case, it is desir-
able that the slot is an elongated hole extending in an axial
direction of the tubular subject matter and that the slit is an
elongated groove extending in the axial direction of the tubu-
lar subject matter. This permits the slots or slits to be opened
in the circumferential direction of the tubular subject matter
by applying a relatively small circumferential working force
(tensile force) for tube expansion to the expandable tube
portion.

In the manufacture method of tubular member, the tube
expanding step may expand the expandable tube portion by
changing, in two stages, the inclination angle of a step relative
to an axis of the tubular subject matter, the step formed at a
boundary between the expandable tube portion and the tubu-
lar subject matter exclusive of the expandable tube portion.
Such a two-stage tube expansion process can form the tube
expansion portion with higher precision.

In the manufacture method of tubular member, the tube
expanding step may expand the expandable tube portion
formed with the slots or the slits open to a cut end portion of
the tubular subject matter. According to the above-described
manufacture method of tubular member, the tube expanding
step applies the circumferential working force (tensile force)
for tube expansion to the expandable tube portion thereby
transforming the slots or slits open to the cut end portion on an
axially one side of the tubular subject matter in a manner that
the slots or slits are opened in V-shape. Therefore, the work-
ing force for tube expansion can be effectively reduced. In this
aspect of the invention, it is desirable to arrange the slots or
slits circumferentially of the tubular subject matter with equal
spacing.

In the manufacture method of tubular member, the press-
cutting step may form the slots or slits arranged in a staggered
fashion. According to the above-described manufacture
method of tubular member, the expandable tube portion is
transformed to a lattice configuration during tube expansion,
such as an oblique lattice configuration including rhombic
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openings because the expandable tube portion of the subject
matter includes the slots or slits in staggered arrangement.
Hence, the tube expansion only need to apply a working force
required to bend portions equivalent to intersections of the
lattice configuration defined by the expandable tube portion.
The working force for tube expansion can be more effectively
reduced as compared with a normal tube expansion process in
which the expandable tube portion without the slots or slits is
stretched circumferentially.

In the manufacture method of tubular member, the manu-
facture method may further include an upsetting step of upset-
ting the subject matter worked by the tube expanding step by
axially compressing the expandable tube portion. According
to the above-described manufacture method of tubular mem-
ber, the upsetting work can rigidly and tightly bond the butt
connection portion of the expandable tube portion by axially
compressing the expandable tube portion so expanded. Thus
is improved the precision of the tubular member. Further-
more, the method can offer a tubular member with even
higher precision because the upsetting work axially com-
presses the expandable tube portion so expanded thereby
bringing respective inner sides of the above-described slots or
slits opened in V-shape into end-to-end connections and more
rigidly and tightly bonding the expandable tube portion.
Similarly to the sheet rolling step and tube expanding step, the
upsetting step can upset the expandable tube portion by using
an existing upset die, negating the need for retrofitting the
existing equipment (press machine and the like) or introduc-
ing new equipment. The manufacture method is easy to
implement and can prevent the increase in facility cost.

Another aspect of the invention provides a tubular member
formed by the above-described manufacture method, which
tubular member includes: a stem portion formed in a tubular
shape; a tube expansion portion formed by expanding a part
of'the stem portion; a first butt connection portion that extends
for the full length of the tubular member; and openings
defined by the slots or slits that are transformed by expanding
the stem portion and are provided in the tube expansion
portion and disposed at a part of the stem portion. According
to the above-described tubular member, when subjected to
tube expansion, a part of the stem portion (tubular subject
matter) can be expanded in conjunction with the transforma-
tion of the slots or slits. That is, the tube expansion only needs
to apply the working force required for transforming the slots
or slits. Therefore, the working force for tube expansion can
be reduced in comparison with a case where a part of the stem
portion without the slots or slits is expanded. As a result, the
problem that the working force for tube expansion opens the
butt connection portion ofthe stem portion is eliminated. This
negates the need for previously weld bonding the butt con-
nection portion of the stem portion. In a case where a com-
ponent does not require the butt connection portion to be weld
bonded to ensure the function thereof, the step of bonding the
butt connection portion (e.g., welding step) can be omitted.
This results in increased productivity of the tubular member
and reduced manufacture costs thereof. It is noted here that
the slot may include not only elongated holes but also circular
holes. Similarly to the perforated metal sheet, the tubular
member may include a plurality of holes arranged in the
expandable tube portion.

In the tubular member, the tube expansion portion may be
formed by expanding an end of the stem portion. According to
the above-described tubular member, the end of the stem
portion can be expanded in conjunction with the transforma-
tion of the slots or slits. That is, the tube expansion only needs
to apply the working force required for transforming the slots
or slits. Therefore, the working force for tube expansion can
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be reduced in comparison with a case where the end of the
stem portion is not formed with the slots or slits.

In the tubular member, the openings may include a plural-
ity of first V-shaped openings circumferentially arranged in
the tube expansion portion and open to a cut end portion of the
tube expansion portion, and second openings disposed
between the adjoining first openings of the tube expansion
portion and shaped like a quadrangle as seen in an extensive
form. According to the above-described tubular member, the
circumferential working force (tensile force) for tube expan-
sion is applied the end of the stem portion (tubular subject
matter) whereby the slots or slits open to the cut end portion
of the prior-to-expansion tubular subject matter are so trans-
formed as to open in V-shape while the slots or slits between
the adjoining slots or slits open to the cut end portion of the
prior-to-expansion tubular subject matter are transformed to
open in quadrangular shape as seen in the extensive form.
Thus, the whole body of the tube expansion portion is trans-
formed to the lattice configuration, e.g., the oblique lattice
configuration including quadrangular openings. Hence, the
tube expansion only need to apply the working force required
to bend the portions equivalent to the intersections of the
lattice configuration defined by the tube expansion portion.
Thus, the working force for tube expansion can be more
effectively reduced in comparison with the normal tube
expansion process in which the stem portion without the slots
or slits is stretched circumferentially. In this case, it is desir-
able to arrange the slots or slits circumferentially of the tube
expansion portion with equal spacing.

In the tubular member, the tube expansion portion may
include second butt connection portions defined by the first
V-shaped openings transformed and closed in conjunction
with the tubular member by being axially compressed by the
upsetting work. According to the above-described tubular
member, the first butt connection portion of the tube expan-
sion portion can be rigidly and tightly bonded by the upsetting
work axially compressing the tube expansion portion. Thus is
improved the precision of the tubular member. Furthermore,
the tubular member with even higher precision can be manu-
factured by axially compressing the tube expansion portion
by the upsetting work to thereby transform and close the first
V-shaped openings into the second butt connection portions
rigidly and tightly bonded. The upsetting step can upset the
stem portion by using an existing upset die, negating the need
for retrofitting the existing equipment (press machine and the
like) or introducing new equipment. The manufacture method
is easy to implement and can eliminate the increase in facility
cost.

The invention provides the manufacture method of tubular
member that is adapted to reduce the working force for tube
expansion so as to permit the elimination of the step of bond-
ing the butt connection portion, as well as the tubular member
manufactured by the manufacture method.

BRIEF DESCRIPTION OF THE DRAWINGS

Features, advantages, and technical and industrial signifi-
cance of exemplary embodiments of the invention will be
described below with reference to the accompanying draw-
ings, in which like numerals denote like elements, and
wherein:

FIG. 1 includes a top plan view and a front view showing a
subject matter obtained by a press-cutting step according to
an embodiment of the invention;

FIG. 2 includes a top plan view and a front view showing
the subject matter obtained by a sheet rolling step according
to the embodiment of the invention;
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FIG. 3 includes a top plan view and a front view showing
the subject matter obtained by a tube expanding step accord-
ing to the embodiment of the invention;

FIG. 4 includes a top plan view and a front view showing a
sleeve (tubular member) obtained by an upsetting step
according to the embodiment of the invention;

FIG. 5 is a schematic sectional view showing a tube
expanding die used in the tube expanding step according to
the embodiment of the invention;

FIG. 6 is a group of diagrams for illustrating an action of
the embodiment, showing how an expandable tube portion
formed with slots in staggered arrangement is transformed to
a lattice configuration by the tube expansion;

FIG. 7 is a schematic sectional view showing an upset die
used in an upsetting step according to the embodiment;

FIG. 8 is a group of diagrams showing another mode of the
tubular member; and

FIG. 9 is a group of diagrams showing another mode of the
tubular member.

DETAILED DESCRIPTION OF EMBODIMENTS

One embodiment of the invention is described with refer-
ence to the accompanying drawings. It is noted here that the
tubular member is exemplified by a sleeve 1 (see FIG. 4)
assembled in an engine and that a manufacture method of the
sleeve 1 is described. For the sake of convenience, an axial
direction of the sleeve 1, namely a vertical direction as seen in
FIG. 4is defined as the vertical direction. Further, a side of the
sleeve 1 where a diametrical expansion portion 15 as a tube
expansion portion thereof is formed is defined as the upper
side and the opposite side to the diametrical expansion por-
tion 15 is defined as the lower side. The directions in FIG. 1 to
FIG. 3 are defined the same way.

The manufacture method ofthe invention includes: a press-
cutting step, a sheet rolling step, a tube expanding step and an
upsetting step. First in the press-cutting step, a press-cutting
work (press work) using a press-cutting die is performed to
cut out a sheet-like subject matter 2 shown in FIG. 1 from a
steel sheet. Since the press-cutting die used in the press-
cutting step is existing equipment, a detailed description
thereof is omitted for the sake of simplicity of the present
description. The subject matter 2 is formed in a substantially
rectangular shape. Formed at an upper end (an upper portion
as seen in FIG. 1) ofthe subject matter 2 is an expandable tube
portion 4 that extends along an upper cut end portion 3 (cut
end portion) or in a transverse direction as seen in FIG. 1
(hereinafter, referred to simply as “transverse direction”).

The expandable tube portion 4 includes slots 5 (5a to 5e,
elongated holes) in staggered arrangement. The slots 5
include a slot 5a extended vertically across the height ‘H’ of
the expandable tube portion 4 (see FIG. 1) and having oppo-
site ends formed in a semicircular shape, and a slot 54 and a
slot 5¢ that are vertically extended and arranged in one line on
the transversely opposite sides of the slot 5a. The slot 56 has
an upper end that is open to the upper cut end portion 3 of the
subject matter 2 and a lower end that is formed in the semi-
circular shape. The slot 5¢ is located downward of the slot 554
and has opposite ends formed in the semicircular shape. Fur-
ther, the expandable tube portion 4 is formed with shaped
portions 54 and 5e on transversely opposite sides thereof. The
shaped portions 54 and Se are defined by a left-half and a
right-half portion of the slot 5a, respectively.

The subject matter 2 may be formed with some function-
ally necessary holes, the illustration of which is dispensed
with. The press-cutting step performs press-cutting work on a
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flat subject matter before the subject matter is rolled by the
sheet rolling step and hence, freedom of press-cutting method
increases.

Inthe subsequent sheet rolling step, the subject matter 2 cut
by the press-cutting step is rolled into a tubular subject mater
6 shown in FIG. 2. The sheet rolling step can form a tubular
subject matter 6 free from a clearance at a butt connection
portion 7 (first butt connection portion) by U-O bending
(press working) the subject matter 2 using a U-bending die
and an O-bending die. The slot 54 and the slot 5e at the
expandable tube portion 4 of the subject matter 2 are com-
bined together by the formation of the butt connection portion
7 so as to define the same configuration as that of the slot 5a.
Since the U-bending die and the O-bending die used in the
sheet rolling step are the existing equipment, a detailed
description thereof is omitted for the sake of simplicity of the
present description.

In the subsequent tube expanding step, the expandable tube
portion 4 of the tubular subject matter 6 formed by the sheet
rolling step is subjected to tube expansion work (press work)
using a tube expanding die 8 shown in FIG. 5. Since the tube
expanding die 8 used in the tube expanding step is the existing
equipment, a detailed description thereof is omitted for the
sake of simplicity of the present description. To form a tube
expansion portion 10 of a subject matter 9 which includes a
step 10a having an inclination angle of 90° relative to the axis
as shown in FIG. 3, the tube expanding step is performed in
two stages. In a first stage, the expandable tube portion 4 of
the tubular subject matter 6 is expanded by using a punch 11
including a step 11a having an intermediate inclination angle
relative to the axis of a step 10a, as shown in FIG. 5, thereby
forming the tube expansion portion 10 including the step 10a
having the intermediate inclination angle relative to the axis.
In the subsequent stage, the expandable tube portion 10
including the step 10a having the intermediate inclination
angle relative to the axis is further expanded by using the
punch 11 including the step 11a having the inclination angle
0t'90° relative to the axis. Thus, the tube expansion portion 10
including the step 10a having the inclination angle of 90°
relative to the axis can be formed by performing the tube
expanding step in two stages. In the tube expanding step, it is
desirable to retain a stem portion 17 of the subject matter 6 in
a retaining device in order not to allow the butt connection
portion 7 to open during the tube expanding step.

Inthe tube expanding step, the expandable tube portion 4 of
the tubular subject matter 6 is subjected to a circumferential
working force (tensile force) when expanded. If the tubular
expandable tube portion 4 is converted to a two-dimensional
extensive form, the individual slots 56 open to the upper cut
end portion 3 of the subject matter 6 are transformed to open
in V-shape while the expandable tube portion 4 as a whole is
transformed to a lattice configuration, e.g., an oblique lattice
configuration including rhombic (quadrangular) openings 18
(second openings) because the expandable tube portion 4
includes the slots 5 in staggered arrangement as shown in
FIG. 6. In this case, the tube expansion only need to apply a
working force required to bend portions equivalent to inter-
sections 12 of the lattice configuration shown in FIG. 6. It is
noted that FIG. 6 is the illustration for facilitating the under-
standing of the invention and hence, does not correspond to an
arrangement pattern of the slots 5 shown in FIG. 1. In an
actual three-dimensional tube expansion work, the slots 5¢
are scarcely transformed (scarcely opened).

In the subsequent upsetting step, the tube expansion por-
tion 10 of the subject matter 9 formed by the tube expanding
step is subjected to upset work (press work) using an upset die
13 shown in FIG. 7. Since the upset die 13 used in the upset-
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ting step is the existing equipment, a detailed description
thereof is omitted for the sake of simplicity of the present
description. The upsetting step compresses the tube expan-
sion portion 10 of the subject matter 9 in the vertical direction
(the axial direction). This causes the individual V-shaped
openings 14 (first openings) of the tube expansion portion 10
formed by the transformation of the slots 54 of the subject
matter 2, 6 to be transformed in a manner to close the cut end
portion 3 so that the respective inner sides of the openings are
brought into end-to-end connections, as shown in FIG. 4.
Thus is formed the sleeve 1 (tubular member) including a
plurality of butt connection portions 16 (second butt connec-
tion portions) at the diametrical expansion portion 15.

This embodiment offers the following effects. According
to the embodiment, the expandable tube portion 4 with the
slots 5 arranged in the staggered fashion is expanded and
hence, the individual slots 56 open to the cut end portion 3 of
the expandable tube portion 4 are transformed to open in the
V-shape while the whole body of the expandable tube portion
4 is transformed to the lattice configuration. Thus, the tube
expansion only need to apply a working force required to
bend the portions equivalent to the intersections 12 of the
lattice configuration defined by the expandable tube portion
4. Hence, the working force for tube expansion can be more
effectively reduced in comparison with the normal tube
expansion process in which the expandable tube portion 4 of
the subject matter 6 without the slots 5 is stretched circum-
ferentially. As a result, the working force for tube expansion
does not open the butt connection portion 7 of the subject
matter 6 (9), negating the need for previously weld bonding
the butt connection portion 7 of the subject matter 6. There-
fore, in the case of a component, such as the sleeve 1 (tubular
member) of the embodiment, that does not require the butt
connection portion 7 to be weld bonded to ensure the function
thereof, the step of bonding the butt connection portion 7 can
be omitted. The manufacture method of the embodiment can
achieve the increase in productivity and the reduction of
manufacture costs.

In the upsetting step, the tube expansion portion 10 of the
subject matter 9 expanded by the tube expanding step is upset
whereby the individual V-shaped openings 14 (first openings)
of the tube expansion portion 10 are transformed (com-
pressed) to form the diametrical expansion portion 15 includ-
ing a plurality of butt connection portions 16 (second butt
connection portions). Thus is formed the sleeve 1 (tubular
member) having higher precisions by virtue of the rigidly and
tightly connected butt connections 16.

The press-cutting step, sheet rolling step, tube expanding
step and upsetting step can be accomplished by press opera-
tions of a general-purpose press machine and hence, the
manufacture method of the invention is easy to implement
and permits the construction of a system featuring high pro-
ductive efficiency. Further, the press-cutting step permits the
whole cut configuration including the slots 5 to be cut out
from the flat subject matter (steel sheet). Hence, the manu-
facture method can adopt a press-cutting process negating the
need for post-processing such as burring.

It is to be noted that the embodiment is not limited to above
and may be constituted as follows. According to the embodi-
ment, the expandable tube portion 4 includes the slots 5
arranged in the staggered fashion. Alternatively, the slots 5
(elongated holes) may be replaced by slits (elongated
grooves). Further, the slots 5 may also include circular holes.
In this case, the expandable tube portion 4 may include the
circular holes arranged in a similar manner to a perforated
metal sheet. If the working force for tube expansion is
reduced, the slots 5 need not necessarily be arranged in the
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staggered fashion. In this embodiment, the step 10a having
the inclination angle of 90° is formed at the tube expansion
portion 10 by performing the tube expanding step in the two
stages using the punch 11 including the step 11a having the
intermediate inclination angle and the punch 11 including the
step 11a having the inclination angle of 90°. Alternatively, the
tube expanding step may use the punch 11 including to the
step 11a having the intermediate inclination angle so as to
form, at the tube expansion portion 10, the step 10a having the
intermediate inclination angle. In the subsequent upsetting
step, the step 10a of the tube expansion portion 10 may be so
shaped as to have the inclination angle of 90° while the tube
expansion portion 10 may be vertically compressed to form
the diametrical expansion portion 15. The tubular member is
not limited to the sleeve 1 shown in FIG. 4 and may also
include, for example, a tubular member 20 including a tube
expansion portion 21 including a step 214 having an inclina-
tion angle of other than 90° relative to the axis, as shown in
FIG. 8, or a tubular member 22 including a flange 23 as shown
in FIG. 9.

The invention claimed is:

1. A method of manufacturing a tubular member having a
tube expansion portion by working a sheet-like subject mat-
ter, the method comprising:

a press-cutting step of forming a plurality of slots or slits in

a staggered fashion at an expandable tube portion of the

sheet-like subject matter, the plurality of slots or slits

including:

at least one first slot or slit extending in a vertical direc-
tion of the expandable tube portion, the at least one
first slot or slit having closed ends,

at least one second slot or slit extending in the vertical
direction of the expandable tube portion, the at least
one second slot or slit having a length in the vertical
direction that is less than a length of the at least one
first slot or slit, the at least one second slot or slit
having an open end and a closed end, and

at least one third slot or slit disposed below the at least
one second slot or slit and extending in the vertical
direction of the expandable tube portion, the at least
one third slot or slit having closed ends, the closed end
of the at least one second slot or slit and one of the
closed ends of the at least one third slot or slit over-
lapping the at least one first slot or slit in a horizontal
direction of the expandable tube portion;

a sheet rolling step of rolling the sheet-like subject matter
press-cut by the press-cutting step into a tubular subject
matter tightly connected at a butt connection portion of
the tubular subject matter; and

a tube expanding step of expanding the expandable tube
portion of the tubular subject matter formed by the sheet
rolling step such that the expandable tube portion forms
a lattice configuration, the lattice configuration having
quadrangular openings formed by the expanding of the
plurality of slots or slits.

2. The method according to claim 1, wherein the tube
expanding step transforms the plurality of slots or slits in a
manner to open the plurality of slots or slits in a circumfer-
ential direction of the tubular subject matter.

3. The method according to claim 2, wherein the tube
expanding step expands the expandable tube portion by
changing, in two stages, an inclination angle of a step relative
to an axis of the tubular subject matter, the step formed at a
boundary between the expandable tube portion and the tubu-
lar subject matter exclusive of the expandable tube portion.
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4. The method according to claim 1, wherein the tube
expanding step expands the expandable tube portion formed
with the plurality of slots or slits open to a cut end portion of
the tubular subject matter.

5. The method according to claim 1, further comprising: 5

an upsetting step of upsetting the tubular subject matter

worked by the tube expanding step by axially compress-
ing the expandable tube portion.

#* #* #* #* #*
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